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Test Data Summary 

SAMP
LE NO. COMPONENTS Item 

Results of 
EDXRF 
(P/F/D) 

Results of 
testing(mg/kg)

Chemical 
testing  

limit(mg/kg) 
Conclusion

(P/F) 

Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

1 Chip resistors 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

2 PCB 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P N.D. ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

3 Chip capacitors 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

4 Ceramic capacitor 

BBP D N.D. ＜1000 P 
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SAMP
LE NO. COMPONENTS Item 

Results of 
EDXRF 
(P/F/D) 

Results of 
testing(mg/kg)

Chemical 
testing  

limit(mg/kg) 
Conclusion

(P/F) 

Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

5 Electrolytic 
capacitors 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

6 IC 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P N.D. ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

7 Silicone 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

8 Copper wire 

BBP D N.D. ＜1000 P 
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SAMP
LE NO. COMPONENTS Item 

Results of 
EDXRF 
(P/F/D) 

Results of 
testing(mg/kg)

Chemical 
testing  

limit(mg/kg) 
Conclusion

(P/F) 

Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D / ＜1000 P 
PBDEs D / ＜1000 P 
HBCDD D / ＜1000 P 
DEHP D / ＜1000 P 
DBP D / ＜1000 P 

9 Screws 

BBP D / ＜1000 P 
Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

10 PE material 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

11 EPE 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P N.D. ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

12 Varistor 

BBP D N.D. ＜1000 P 
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SAMP
LE NO. COMPONENTS Item 

Results of 
EDXRF 
(P/F/D) 

Results of 
testing(mg/kg)

Chemical 
testing  

limit(mg/kg) 
Conclusion

(P/F) 

Cd P N.D. ＜100 P 
Cr P N.D. ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D / ＜1000 P 
PBDEs D / ＜1000 P 
HBCDD D / ＜1000 P 
DEHP D / ＜1000 P 
DBP D / ＜1000 P 

13 Solder 

BBP D / ＜1000 P 
Cd P N.D. ＜100 P 
Cr P N.D. ＜1000 P 
Hg P / ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

14 Fuse resistor 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

15 Inductance 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

16 Capacitors 
 

BBP D N.D. ＜1000 P 
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SAMP
LE NO. COMPONENTS Item 

Results of 
EDXRF 
(P/F/D) 

Results of 
testing(mg/kg)

Chemical 
testing  

limit(mg/kg) 
Conclusion

(P/F) 

Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

17 X2 capapcitor 

BBP D N.D. ＜1000 P 
Cd P N.D. ＜100 P 
Cr P / ＜1000 P 
Hg P N.D. ＜1000 P 
Pb P N.D. ＜1000 P 
PBBs D N.D. ＜1000 P 
PBDEs D N.D. ＜1000 P 
HBCDD D N.D. ＜1000 P 
DEHP D N.D. ＜1000 P 
DBP D N.D. ＜1000 P 

18 Diode 

BBP D N.D. ＜1000 P 
 
Note: 
(1) N.D. = Not detected (<MDL) 
(2) ppm = mg/kg 
(3) N.A. = Not Analyzed 
(4) Negative = the concentration of Hexavalent Chromium extracted from 50cm2 sample is less than the 
detection limit. 
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Appendix 1 

Photo Documentation 

Photo 1 

View:  

[  ] Front 

[  ] Rear 

[  ] Right side 

[  ] Left side 

[√ ] Top 

[  ] Bottom 

[  ] Internal 

   

 
 

Photo 2 

View:  
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